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REPORT OF INSPECTION 

T-Screen KOOLBLACK

Analyses for RoHS Compliance 

RoHS 2006, Directive 2008/35/EC, RoHS3 Directive 2015/863 

Inductively Coupled Plasma Atomic Emission Spectroscopy (ICP-AES), 
Colorimetric, X-Ray Fluorescence Spectroscopy (XRF) 

Percent by Weight 

The analysis indicates that the above-referenced sample material is in compliance with the 
requirements of the RoHS Regulations (RoHS 2006, Directive 2008/35/EC, RoHS3 Directive 
2015/863) with respect to the analyzed parameters. 

The details of the analysis are presented in the following table. 
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